
TYPICAL CRACK STITCHING DETAIL
Not to Scale

Cut 45mm deep slots out of existing bed
joints using a twin-blade diamond tipped
cutter with vacuum attachment. Remove all
dust and mortar from the exposed brick
surfaces and thoroughly flush with water, or
HeliPrimer, to ensure surface is damp and
primed. Inject bead of Helibond grout
approximately 15mm deep and push the
Helibar into the grout. Inject a second bead
of grout over the bar and iron into the slot
using a finger trowel. Inject additional grout if
required to leave 10-15mm depth for
re-pointing.

Existing cracked brickwork to
be repaired with 6mm dia
stainless steel Helibar rods,
1m long centred on crack;
spaced every 4 courses

New bricks to be bonded into
existing wall to replace cracked
bricks where required.

 Existing crack to be weatherproofed
with re-pointing or Crackbond as
required.
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